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LEGAL NOTICE 

Th is  document involves confidential PROPRIETARY information of North American 
Aviation, Inc., and a l l  design, monufacturing, reproductions, use, and sale r ights  re- 
garding the some are expressly reserved. It i s  submitted under o confidential relat ion- 
ship for a specif ied purpose, and the recipient, by accepting th is  document assumes 
custody and control and agrees that (a) th is  document w i l l  not be copied or reproduced 
i n  whole or in part, nor i t s  contents revealed i n  any manner or to any person except to 
meet the purpose for which i t  was delivered, and (b) any special features pecul iar to 
t h i s  design w i l l  not  be incorporated in other projects. 

When th i s  document i s  not further required for the specif ic purposes for which it was 
submitted, the recipient agrees to return i t .  
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1. INTRODUCTION 

The summary reDort for the Dredecessor contract* shows how the cur-  

rent density and other aspects of superconductivity a r e  influenced by heat t r ea t -  

ment and plastic deformation in  Ti-22 at. 70 Nb. 

examine quantitatively and in detail the microstructure  of this alloy after various 

treatments to  correlate  i t  with superconducting behavior. 

It is therefore necessary to  

Specific microstructural  features a s  precipitates o r  closely spaced internal 

boundaries that a r e  likely to  be important a r e  not resolvable with the light mic ro -  

scope but may be revealed with the electron microscope. 

necessary to detect large-scale  phase changes a s  well a s  grain size and possible 

inhomogeneities. 

Light microscopy i s  

The B phase (body-centered cubic) in  Ti-22 at. 70 Nb may t ransform f rom a 

state of metastable equilibrium by precipitating other metastable phases p r io r  

to  the appearance of the equilibrium phase. Plast ic  deformation and anneal- 

ing, separately o r  in combination, brings on decomposition of the ,8 phase. The 

task ahead is to  identify the reaction products and measure  the density of poten- 

t ial  flux-pinning features of the microstructure.  

*NAS8-5356 
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I I I .  TRANSFORMATIONS IN THE ANNEALED j? PHASE 

Samples of Ti -22  at. 70 Nb were annealed 3 hours a t  8 0 0 ° C  and rapidly cooled 

to retain the fi  phase. 

range 400 to 550" C - in the two-phase (Y t fl region on the equilibrium diagram - 

to initiate transformation. 

samples before and af ter  the transformation anneal. 

tected af ter  l hour at  400°C. 

mat r ix  and on grain boundaries. 

tains what is probably equilibrium cI1 phase that has  nucleated at grain bounda- 

r ies .  A much smaller  amount of this i s  seen in the sample annealed 1 hour a t  

550" C. 

They were subsequently re-annealed in the temperature 

Figures  1 to 5 a r e  light photomicrographs showing 

N o  precipitation i s  de-  

After 24 hours at  450"C, par t ic les  appear in the 

The sample annealed 2 hours at  500°C con- 

Electron microscope samples were prepared f rom bulk samples by chem- 

Electron diffraction patterns a r e  obtained ically o r  electrolytically thinning. 

for each photomicrograph to orient the foil and to solve the crystal  s t ructure  of 

the precipitating phase. 

is  frequently difficult. 

The former  task i s  relatively simple while the la t ter  

Figures  6 to 9 reveal precipitation in samples annealed 400, 450, and 500°C. 

After 1 hour a t  400°C precipitation is in an ear ly  stage. Contrast between p a r -  

t icles and matrix is  not strong owing to the fact that the crystal  s t ructure  of the 

particle is  not far removed f rom that of the matr ix .  

is  l e s s  than 500 A and the particle density i s  an  the o rde r  of 10 

t ron diffraction gave negative resul ts .  

The average particle size 

c m  . Elec-  
0 15 - 3  

Annealing 24 hours a t  450" C has  yielded plate-shaped precipitates having 

strong contrast .  

to ( 1  11) matrix planes and that the precipitate i s  the o (omega)  phase, common 

in group IV-V binary alloys. 

and the large dimension of the plate is around 1500 A. 

Electron diffraction data has  shown that the plates l ie paral le l  

15 - 3  c m  The density of the par t ic les  is s t i l l  about 10 
0 

The two electron photomicrographs of samples t ransformed at 500°C show 

Electron diffraction pat-  the growth of particles f rom 15 minutes to 2 hours .  

t e rns  have been obtained but have proven unsolvable to date. 

par t ic les  after 15 minutes is about 1014 cm'3 and the size is  about 2000 A. 
The density o f  
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111. TRANSFORMATIONS IN PLASTICALLY DEFORMED 6 PHASE 

Alloy samples were rolled to a 2:l reduction after rapidly cooling f rom an 

800°C anneal. 

seen in  Figure 10. 

as a 2:l reduction is not a severe deformation. 

range 350 to 500°C produces further transformation as shown in Figures  11 to 

14. 

The deformation caused the metastable phase to  t ransform as  

It is likely that part  of the volume remains untransformed 

Subsequent annealing in  the 

Light microscopy offers little insight into the complexities of this process.  

I 
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IV .  FUTURE WORK 

1. 

2. 

3 .  

Critical  current vs magnetic field tes ts  will commence on samples whose 

structure is known f rom electron microscopy. 

ticle measurements will be made on these samples.  

Quantitative statist ical  pa r  - 

Electron microscopy will continue on samples transformed from the an-  

nealed state and will s ta r t  on samples transformed in the plastically de- 

formed state. 

X-ray diffraction will be used to identify the transformation product found 

after rolling. 
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Figure 1. Ti-22 at. 70 Nb Showing 
Retained Phase.  (250X) 

Figure 2. Ti-22 at. 7' Nb Annealed 
1 Hour at 400°C. No transforma- 

tion product is visible. (250X) 
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Figure 3 .  Ti-22 at. 70 Nb Annealed 
24 Hours a t  450°C. Prec ip i ta -  

tion i s  seen a t  grain bound- 
a r i e s  and in  grains.  

( lOOOX) 
4 

Figure 4. Ti-22 at .  70 Nb Annealed 
2 Hours  a t  500°C. The CY phase 

is seen growing f rom 
grain boundaries. 

(250X) 

...” p.i. 
9 
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Figure 5. Ti-22 at. 70 Nb Annealed 
1 Hour a t  550°C. Some p r e -  
cipitation, probably CY phase, 
is seen on grain boundaries. 
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Figure 6. Ti-22 at. 70 Nb Annealed 1 Hour a t  400" C. 
electron photomicrograph showing a n  ear ly  stage of 

precipitation. Compare with F igure  2. 

Transmission 
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Figure  7. Ti-22 at. 70 N b  Annealed 24 Hours a t  450°C. Transmission 
electron photomicrograph showing precipi ta tes  identified a s  

w phase. Compare with F igure  3 .  
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Figure 8. Ti-22 at. 70 Nb Annealed 15 Minutes a t  500°C. Transmission 
electron photomicrograph showing unidentified precipitates.  
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Figure 9. Transmiss ion  
e lec t ron  photomicrograph showing an advanced stage of precipitation. 

Ti-22 at. 70 N b  Annealed 2 Hours at 500°C.  
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Figure 10. Ti-22 at. 70 N b  Reduced 2:l 
by Rolling Showing the Resulting 

Transformation.(  lOOOX) 
+ 

Figure 11. Ti-22 at. 70 N b  Reduced 
2:l by Rolling and Annealed 

1 Hour  at 3 5 0 ° C . (  lOOOX) 
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Figure 12. Ti-22 at. 70 Nb Reduced 
2:l by Rolling and Annealed 

1 Hour at  4OO0C.( lOOOX) 

Figure 13. Ti-22 at. 70 Nb Reduced 
2:l by Rolling and Annealed 

1 Hour at 450" C.( IOOOX) 
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Figure 14. Ti-22 at. 70 N b  Reduced 
2:l by Rolling and Annealed 

1 Hour at 500°C. (lOOOX) 
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